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 A central unresolved issue in gel science is how to define and quantify network inhomogeneity in a 
universal, physically grounded manner. Although chemically crosslinked gels are almost inevitably 
heterogeneous, the field has lacked a general criterion that specifies how far a real network deviates 
from an ideal homogeneous state, making rigorous structure-property comparisons difficult. Our 
route toward “Precision Gel Science” therefore starts from tetrahedron-like poly(ethylene glycol) 
(TetraPEG) gels, which provide nearly ideal homogeneous networks and a benchmark for relating 
connectivity to swelling and elasticity [1,2]. In a good solvent, these model networks obey a 
universal semidilute osmotic-pressure scaling law independent of detailed architecture [2], thereby 
defining a reference state for a homogeneous gel. 

 

 

 

 

 

 

Fig. 1. Hierarchy of Gel Network Heterogeneity 

We use this reference to analyze heterogeneous poly(N,N-dimethylacrylamide) gels formed 
by free-radical polymerization (FRP) and reversible addition-fragmentation chain transfer (RAFT) 
polymerization. Comparing measured osmotic pressure with the semidilute reference quantifies the 
osmotically active fraction of the network and hence its inhomogeneity [3]. FRP gels deviate 
strongly from the homogeneous limit, especially at low monomer concentration or high crosslinker 
content. RAFT suppresses large nanogel clusters and improves transparency, but transparent gels 
can still remain osmotically inhomogeneous. Increasing the monomer concentration beyond a 
critical level (240 g L-1 for PDMAAm/MBAAm) restores osmotic homogeneity irrespective of 
FRP or RAFT, whereas RAFT alone gives only partial improvement under highly crosslinked 
conditions. 

Mechanical analysis adds a second filter. Even among osmotically homogeneous gels, 
elastic effectiveness depends on topology: RAFT-derived networks more closely follow the ideal 
proportionality between shear modulus and cycle rank than FRP networks. These results establish a 
hierarchy of structural quality - optical transparency, osmotic homogeneity, and elastic 
effectiveness - and show how homogeneous model networks can guide the diagnosis and redesign 
of practical heterogeneous gels. The framework offers a general basis for rational gel design in soft 
materials and biointerfaces. 
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